IPS EMPRESS PREPARATION GUİDE
Indications:
Veneers, Inlays, Onlays and Anterior single crowns

Preparation guidelines:

Very Important! Empress thickness must be at least 0.8 mm, so preparation should provide enough space for the Empress core.
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